
When designing semi-rigid cable assemblies constructed from low density or microporous PTFE products,
a number of factors should be taken into consideration to ensure optimum performance:

E L E C T R I C A L  
L E N G T H
O R  P H A S E
M AT C H I N G When using microporous or low density semi-rigid products in applications where matched

electrical length or insertion phase is important, consideration must be given to both the
mechanical length of the cable assembly and the variation in dielectric constant along the
developed length of cable. Microporous or low density dielectrics typically are not as
homogeneous as solid PTFE dielectrics. PHASE7c1769 Tc 0 Tc 01620.00.2 TDToSEelectricaSE
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